TEST REPORT

Report No. 010225020197

Cliant ! SALAMAMDER JEWELRY CO., LTD.
1281 MOO 7, 500 WAT NAKHOM CHUEMNCHLUM,
PHUTTHAMOMNTHOM SA1 4 RD,
TAMBOMN KRATUMLOM, AMPUR SAMPRAN,
NAKHON PATHOM 73220, THAILAMD

Sample Description ! 14RG-SHEET-WT-0.2-5.0

Iterm Mo. |

SKU No. P

Model | Styla S

Calor o

Manufacturar S

Country of Origin i

Country of Destination P

Test Sample Received : RECEIVED OM 24/02/2025

Test Period ! FROM 24/02/2025 TO 12/03/2025

TEST REQUESTED CONCLUSION REMARK
TOTAL GOLD CONTENT DATA -

For technlcal enguiries or amy other concerns, PREPARED BY: APPROVED BY:
please contact: o

GIC TESTING & INSPECTION SERVICES PTE LTD ? ’ :'; ; :'I

Tel: +65 6741 2260 JIA MIN TAN ALEX LAU

Emall: services. sgilgicgrp.com CHEMICAL TEST ENGINEER  TECHMICAL DMRECTOR

GIC Testing & Inspection Services Pte Ltd
158 Kallang Way #02-01
Singapore 349245
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q't Report No. 010225020197
J DATED: 12 MARCH 2025

Ll |l ]

SAMPLE PHOTO
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- Report No. 010225020197

I , DATED: 12 MARCH 2025
G
TEST RESLULT(S):
Total Gold Content
Test Method :  Realerence lo In Housea Meathod Analysis by X-Ray Fluorescanca.
Test ltem|s) ltermn / Component Description(s)
i 14RG-SHEET-WT-0.2-5.0
Test temis) Unit Rﬂ:“n
Gaid e S5a.57
Conclusion - DATA
Mode:
% = percent X MO = Mol Delecied

Reporting limit (Eachl 0U0002%

END OF REPORT

This report sets forth our findings solaly with respect to the test samples identified herein. The results in this repon are not
representative of the guality or characteristica of the lotbaich from which & iest sample wes taken or any similar or identical
product unless specifically and expressly noted. The sample's mentioned in this report isfare submitted'supplied'manufsciured
by the Chient, GIC Testing & Inspection Senvicas Pte. Ltd_ therefore asaumes no responsibility for the accuracy of information on
the brand name, model! style number, consignment or any information supplied. Unlesa otherwise stated in this report, no tests
were conductad to determine long term effects of using the specific produect. Amy copying or replication of this report to or for any
other persan or entity, or use of our name or tredemark, is permitted only with our prior written permission.
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